
 
 
 
 
 

Table 3.4.4 I:  Base Formulation 
 

Material PHR 

Polyvinyl chloride (PVC) 100 

TINTM 25 

Diundecyl phthalate 
(DUP) plasticizer 

25 

Clay #33 12 

Sb2O3 4 


